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Introduction
 Single-Walled Carbon Nanotubes (SWNTs) are hollow tubules of 
single-walled graphene. The electrical, thermal and spectral properties 
of SWNTs have been used to develop a number of new technologies 
for the detection, monitoring and therapy of diseases including cancer 
[1-4]. Although pulmonary toxicity of commercially sourced SWNTs 
was reported when administrated by direct intratracheal instillation 
[5], it was found that SWNTs were non-toxic to the experimental mice 
when administrated intravenously and only mild local inflammatory 
reactions were observed following implantation of SWNTs [6]. Func-
tionalization could further reduce the toxicity of SWNTs [7,8]. Fur-
thermore the study by Sheardy et al., showed that the photothemal 
effect of pristine SWNT and functionalized SWNT is similar [9]. It 
has attracted enormous interest in the use of SWNTs for biomedical 
imaging, drug delivery, cancer diagnosis and cancer therapy [10-12].

 Carbon nanotubes have the capability to efficiently convert Near 
Infrared (NIR) radiation into heat by photoexcitation of their quan-
tized lattice vibrations (phonons), which is advantageous for the de-
velopment of next generation photothermal agents for laser cancer 
treatment [9,13-17].  Exposure to high temperatures for sufficient 
amount of time could cause permanent physical damage such as pro-
tein denaturation or membrane lysis [18]. These effects have been used 
for direct cancer cell necrosis or apoptosis [19]. Carbon nanotubes 
have extremely broad electromagnetic absorption spectrum, covering 
the visible, NIR, radio frequency and microwave bands [20,21] which 
provides the flexibility in the choice of treatment wavelength. As 
transmission of NIR and radio frequency through the body is mini-
mally attenuated [22], photothermal agent based on carbon nanotubes 
is of particular interest for the treatment of non-superficial cancerous 
lesions in vivo.

 Most of the studies involving SWNTs or other nanoparticles-as-
sisted photothermal treatment were based on high laser power den-
sity of 1-40 W/cm2 [23-28]. However, high laser power density could 
cause non-selective photothermal damage to the surrounding normal 
tissues. A mild treatment temperature with medium power density is 
more ideal for targeted phototherapy. It was found that hyperthermic 
treatments with modest temperature enhanced the efficacy of system-
ic chemotherapy of cancers [18]. Photothermal heating with SWNTs 
and doxorubicin killed more cancer cells than photothermal heating 
with doxorubicin or SWNTs alone [29]. These heating-assisted effects 
in combination with immunological therapy [30] or drug release 
switch [31] only need modest temperatures, which is easy to achieve 
with SWNTs.

 Application of SWNTs-assisted photothermal treatment requires 
knowledge of the temperature increases associated with SWNTs  
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Abstract
Background and objective: There has been a dramatic increase in 
photothermal therapy as a minimally invasive treatment modality for 
cancer therapy due to the development of novel nano-materials as 
the light absorbing agents. PEG-functionalized Single-Walled car-
bon Nanotubes (PEG-SWNTs) with strong optical absorption in the 
broad visible and Near Infrared (NIR) waveband offer unique advan-
tages for photothermal cancer therapy. The objective of this study is 
to investigate the rule of PEG-SWNTs in absorbing 785 nm NIR laser 
light and generating hyperthermia.
Materials and methods: Eight concentrations of PEG-SWNTs solu-
tions were prepared by 2-fold serial dilution at concentrations of 1.0, 
0.5, 0.25, 0.125, 0.0625, 0.0312, 0.0156 and 0.0078 mg/ml. The 
solvent without PEG-SWNTs was used as control. The temperature 
changes of the PEG-SWNTs solution during laser irradiation were 
monitored with an infrared thermometer. Three levels of laser power 
densities were chosen for the treatment including 100, 200 and 500 
mW/cm2.
Results and conclusion: The temperature of PEG-SWNTs solution 
increases linearly with laser power density, but nonlinearly with irra-
diation time and concentration. The solution temperature increases 
much faster within the first 3 minutes of irradiation and then gradu-
ally levels off as the irradiation approaching 10 minutes. The maxi-
mum temperature change (∆Tmax) in each solution increases sharply 
with increasing PEG-SWNTs concentration up to 0.125 mg/ml and 
eventually levels off beyond 0.25 mg/ml. Based on this observation, 

optimized treatment parameters (laser power density and SWNT 
concentration) could be obtained to raise the temperature by 10-
30˚C sufficiently for causing cell apoptosis and/or necrosis. For in 
vitro cellular and in vivo tissue studies, similar experiments could be 
carried out to find the optimal treatment parameters.
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absorption [32]. It has been shown that the threshold time of cell ne-
crosis by thermal therapy changes with the temperature [33]. Longer 
treatment time is needed for lower temperature, or vice versa. For ex-
ample, cell necrosis requires 135 min at 43˚C, but only 5 sec at 57˚C 
[34,35]. Different temperature is needed depending on the treatment 
protocol or treatment objective. It is important to measure the tem-
perature in SWNTs-assisted photothermal treatment in order to de-
sign a proper treatment plan.

 In this paper, we will focus on the photothermal properties of poly-
ethylene glycol functionalized SWNTs (PEG-SWNTs) solution irradi-
ated by 785 nm laser and investigate the dependence of photothermal 
effect on concentration of PEG-SWNTs, laser power density and laser 
treatment time.

Materials and Methods
PEG-SWNTs solution preparation: The SWNTs used in this study 
were purchased from Carbon Solutions (Riverside, California, USA, 
part number P7-SWNT). The SWNTs came in a form that had al-
ready been covalently functionalized with PEG for water solubility 
[36]. Based on the product specifications, the average diameter and 
length of the PEG-SWNTs were 4.3 and 580 nm, respectively. The 
PEG-SWNTs were dissolved in double distilled water by ultrasonic 
vibrating for 2 hours and then diluted to the desired concentrations 
for use in our experiments.

 Nine concentrations of PEG-SWNTs solution were prepared with 
each solution in triplicate. Eight concentrations of PEG-SWNTs solu-
tion were prepared by two-fold serial dilution from 1 mg/ml to 0.0078 
mg/ml (i.e., 1, 0.5, 0.25, 0.125, 0.0625, 0.0313, 0.0156, 0.0078 mg/ml). 
One solution without PEG-SWNTs was used as control (i.e., pure 
double distilled water). The solutions were placed in a 96-well plate. 
The diameter and depth of each well were 0.65 ± 0.01 cm and 1.09 ± 
0.01 cm, respectively. Each well could hold 350 µl of the PEG-SWNTs 
solution. In this experiment, 200 µl of each PEG-SWNTs solution was 
used to avoid spillover. This diameter and volume of PEG-SWNTs 
solution was chosen to simulate the size of the tumor in the experi-
mental animals.

Laser and laser power densities
 A continuous wave (c.w.) 785-nm diode laser (BRM-785-1.0-
100-0.22-SM; B&W Tek, Inc., Newark, DE) was used to irradiate the 
PEG-SWNTs solutions. The laser was delivered to the sample using a 
100-μm core diameter optical fiber with an output power of 1 W. The 
Numerical Aperture (NA) of the fiber is NA = 0.22. The laser beam has 
a divergence angle of 12.7o. Three laser power densities were chosen 
for this study: 100, 200 and 500 mW/cm2. The power densities were 
controlled by varying the distance from the fiber tip to the surface of 
the samples. When the distance was set to be 7.92, 5.59 and 3.54 cm, 
the diameter of the laser spot was 3.57, 2.52 and 1.60 cm, which led to 
the power density of 100, 200 and 500 mW/cm2 respectively. The 96-
well plate was covered by a piece of tinfoil with a punch hole of 0.65 
cm in diameter, which was put directly on top of the well for sample 
irradiation. The laser beam was shone upon the PEG-SWNTs solution 
vertically, covering the full-size of the well. Laser beam that was be-
yond the punch hole was blocked by the tinfoil.

Temperature measurement
 During laser irradiation, the temperature of the PEG-SWNTs 
solutions was measured with an infrared thermometer (Cole-Parm-
er, Montreal, Quebec, Canada, model number: RK-35639-00). The  

measurement range of the thermometer is -32 to 535˚C with an accu-
racy of 0.2˚C. The thermometer was mounted at 25 cm from the sur-
face of the PEG-SWNTs solution at an angle of 10˚ from the normal 
to avoid blocking of the laser beam.

 Each sample was irradiated with the specified laser power densities 
for 10 minutes. The temperature of the PEG-SWNTs solutions was 
measured at a 1-minute interval after irradiation for 10 minutes with 
each reading being taken about 5 seconds. Each sample was irradiated 
once, and every concentration of PEG-SWNTs solution was repeated 
3 times. The average of the three measurements of each concentration 
was used for data analysis. The change of the temperature (Tempera-
ture change ∆T), which is the difference of the temperature at any time 
point and the room temperature before laser irradiation, was used as a 
measure of the treatment effect.

Results
 The temperature change ∆T of PEG-SWNTs solutions when irra-
diated with the three laser power densities of 100, 200 and 500 mW/
cm2 are shown in (Figures 1A-C). It can be seen that the temperature 
increases with irradiation time for all the solutions and all three power 
densities. It increases much faster within the first 3 minutes of irra-
diation and then gradually levels off when approaching 10 minutes. 
The ∆T value at the 10 minutes time point represents the maximum 
temperature change for a given solution at a given laser power densi-
ty and is denoted as ∆Tmax. The temperature is increased by as much 
as 10-30˚C (∆Tmax) for PEG-SWNTs solutions of >0.125 mg/ml with 
laser power density of 200 - 500 mW/cm2. This is enough to cause cell 
apoptosis and/or necrosis for photothermal therapy [2,37].

 The dependence of the maximum temperature change ∆Tmax on la-
ser power density for various concentrations of PEG-SWNTs is shown 
in figure 2A. It is found that ∆Tmax increases linearly with laser power 
density for any concentration of PEG-SWNTs. The slope of the lines 
represents the rate of ∆Tmax increasing as a function of laser power 
density at a specific concentration of PEG-SWNTs, which is shown in 
figure 2B. It shows that the rate of ∆Tmax increasing is a fast increasing 
function at low concentrations (< 0.3 mg/ml) and levels off at high  

Figures 1A-C: Dependence of the temperature change ∆T on irradiation time 
for various concentrations of PEG-SWNTs at laser power density of (A) 100 
mW/cm2, (B) 200 mW/cm2, (C) 500 mW/cm2. 

Data shown: mean ± standard deviation.
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concentrations (>0.3 mg/ml), indicating that the rate of ∆Tmax increas-
ing cannot be further improved by solely increasing the concentration 
of PEG-SWNTs.

 The dependence of the maximum temperature change ∆Tmax on 
concentration of PEG-SWNTs solutions with laser irradiations of 100, 
200 and 500 mW/cm2 is shown in figure 3. It is found that maximum 
temperature change ∆Tmax increases sharply for any of the three laser 
power density at low concentrations of PEG-SWNTs (<0.125 mg/ml) 
and then levels off beyond 0.25 mg/ml. For laser power density of 100 
or 200 mW/cm2, the maximum temperature change ∆Tmax peaks at 
0.125 mg/ml and drops slightly at higher concentrations.

Discussion
 We studied the photothermal properties of PEG-SWNTs under 
various conditions. We found that PEG-SWNTs can effectively con-
vert the absorbed laser energy into heat.  The temperature change ∆T  

of the PEG-SWNTs solution depends heavily on the length of laser 
irradiation, laser power density, and concentration of PEG-SWNTs.

 The temperature of PEG-SWNTs solution increases with the length 
of laser irradiation for any given concentration of PEG-SWNTs and 
laser power densities (Figures 1A-C). Therefore, increasing treatment 
time is an effective way to raise the temperature of the PEG-SWNTs 
solutions. However, the temperature increases rapidly for the first few 
minutes and then levels off after about 10 minutes. This is because the 
heat dissipation increases with the raising temperature. The tempera-
ture leveling off reflects that a balance has been reached between the 
heat generation and the heat dissipation. The maximum temperature 
that a solution can achieve depends on the concentration of PEG-
SWNTs and laser power density. Therefore if certain temperature is 
needed to generate a clinical treatment effect, it is insufficient by solely 
increasing the treatment time. Optimal concentration of PEG-SWNTs 
and laser power density are needed.

 The maximum temperature change ∆Tmax is found to increase lin-
early with laser power density for any given concentration of PEG-
SWNTs solution (Figure 2A). This linear dependence indicates that 
the absorption of PEG-SWNTs is a linear effect. Therefore, increasing 
laser power density is an effective way to raise the temperature for any 
given PEG-SWNTs solutions. The rate of ∆Tmax increasing with laser 
power density depends on the concentration of PEG-SWNTs (Figure 
2B). Higher rate of ∆Tmax increasing indicates that the temperature 
change is more sensitive to laser power density. The optimal concen-
tration for photothermal therapy can be determined from the rate of 
∆Tmax increasing plot, which is around 0.25 mg/ml in this study, as the 
∆Tmax increasing cannot be further increased by solely increasing the 
concentration beyond this value. In this regime, the maximum tem-
perature change ∆Tmax can only be increased by laser power density 
(assuming laser irradiation time is fixed). The maximum rate of tem-
perature change is ~0.057˚C/mW/cm2 in this experiment. Therefore, 
if the laser power density is increased by 100 mW/cm2, the tempera-
ture will be increased by about 5.7˚C.

 The maximum temperature change ∆Tmax of the PEG-SWNTs 
solutions increases with the concentration of PEG-SWNTs for a given 
laser power density and saturates at about 0.125 – 0.25 mg/ml (Figure 
3). This phenomenon was observed in other carbon nanotube studies  

Figure 2A: Dependence of the maximum temperature change ∆Tmax on laser 
power density at various concentrations of PEG-SWNTs. Solid and dashed 
lines are linear fitting results.

Data shown: mean ± standard deviation.

Figure 2B: The rate of ∆Tmax increasing with laser power density versus the 
concentration of PEG-SWNTs. The rate of ∆Tmax increasing is defined as the 
slope of the lines in (a). Higher rate of ∆Tmax increasing indicates that the tem-
perature is more sensitive to laser power density. ∆Tmax was the temperature 
change at 10 minutes after laser irradiation.

Figure 3: Dependence of the maximum temperature change ∆Tmax on the con-
centrations of PEG-SWNTs for three laser power densities at 100, 200 and 
500 mW/cm2. ∆Tmax was the temperature change at 10 minutes after laser 
irradiation.

Data shown: mean ± standard deviation.
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as well but with no explanation of the underlying mechanisms. For 
example, Ghosh et al., [24] studied aqueous solution of DNA-encased 
Multi-Walled carbon Nanotubes (MWNTs) irradiated with a 1064 nm 
laser at 2W, 3W and 4W power. They found that the solution tem-
perature was increased for 1, 5, 10, 25 and 50 μg/ml, and saturated at 
75 and 100 μg/ml. Whitney et al., [26] studied single-walled carbon 
nanohorns heated with a c.w. laser at wavelength 1064 nm and irra-
diance of 40 W/cm2 for duration of 0–6 minutes. They found that the 
temperature was saturated at 50˚C for concentrations between 0.085 
and 0.333 mg/ml. The saturation of temperature at certain concen-
tration of PEG-SWNTs may be related to the depletion of light [38].  
The underlying mechanism could be that when the concentration of 
PEG-SWNTs is high enough the light is completely absorbed by the 
solution and therefore, even if the concentration of PEG-SWNTs is 
further increased, there are no more photons that could be absorbed 
to generate more heat. The level off of the rate of ∆Tmax increases versus 
PEG-SWNTs concentration curve (Figure 2B) at and above 0.25 mg/
ml is due to the same mechanism of depletion of light at high concen-
trations.

 At the laser power densities of 100 and 200 mW/cm2, we observed 
a maximum at 0.125 mg/ml on the maximum temperature change 
∆Tmax versus PEG-SWNTs concentration curves (Figure 3).  This 
could be explained by considering the high thermal conductivity of 
PEG-SWNTs, which is approximately 6,600 W/m.K at room tem-
perature [39], about four orders higher than the thermal conductivity 
of the solvent (double distilled water, 0.6 W/m.K). Because the laser 
beam is depleted, there is no more energy being absorbed by the solu-
tion even if the concentration of PEG-SWNTs is further increased. 
However, the thermal conductivity of the solution is increased in 
higher concentrations, which dissipates more heat and thus makes the 
temperature drop slightly for higher concentrations.  This maximum 
was not observed for our high laser power experiment (500 mW/cm2) 
and in other studies that used higher laser power densities of 2 – 4 W/
cm2 and 40 W/cm2 [24,26]. This might be because the heat dissipation 
effect of the thermal conductivity increasing occurred before the laser 
depletion, thus no maximum appeared. For higher laser powers, the 
light depletion occurs at high PEG-SWNT concentrations.

 The observed temperature saturation effect when the PEG-SWNT 
concentration is higher than certain values could have significant 
implementations for in vitro cellular and in vivo tissue experiments. 
When the concentration is increased beyond the threshold value, it 
will not help with increasing the temperature anymore. Staying at low-
er concentration will help with minimizing any side effects associated 
with SWNTs. For similar reasons, our discovery that the tempera-
ture maximizes at an optimized concentration (Figure 3) could lead 
to optimized treatment parameters: lower laser power density, lower 
SWNT concentration, and yet maximum temperature increase.

 This study was performed with PEG-SWNTs solution with water 
as solvent, generating a homogeneous SWNTs suspension. While in 
an in vitro cell culture or an in vivo tissue system, SWNTs could form 
aggregates with different absorption capacity, the above detailed stud-
ies need to be repeated to find out the system specific optimal param-
eters (SWNTs concentrations and laser power densities) for desired 
photothermal therapies. The endpoint will include not only the tem-
perature change, but also cell/tissue viability.

Conclusion
 In conclusion, we studied the photothermal properties of PEG-
SWNTs under various treatment conditions. We found that the  

temperature of PEG-SWNTs solution increases linearly with laser 
power density and nonlinearly with irradiation time and concentra-
tion. At a given laser power density, the temperature increasing with 
SWNT concentration is saturated at certain point. At lower laser pow-
er densities, the temperature increasing reaches a maximum value at 
an optimized PEG-SWNT concentration. Based on this observation, 
optimized treatment parameters (laser power density and SWNT 
concentration) could be obtained. This solution treatment experiment 
suggests that the optimal concentrations for photothermal therapy 
assisted with PEG-SWNTs are within the range of 0.125-0.25 mg/
ml. The temperature of solutions (>0.125 mg/ml) can be increased as 
much as 10 - 30˚C for laser power density of 200 - 500 mW/cm2, suf-
ficient to cause cell apoptosis and/or necrosis. For in vitro cellular and 
in vivo tissue studies, similar experiments could be performed to find 
the optimal treatment parameters.
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